L.

Petrokian

Item Test Method Value
Appearance Visual Clear
Density@ 20°C. g/cm?® ASTM D-1298 0.84-0.86
Flash Point (Open Cup)°C ASTM D-92 Min. 215
Initial Boiling Point °C ASTM D-2887 Min. 322
Pour Point (°C) ASTM D-97 -9
Acid Test - Pass
Viscosity @ 100°C (CSL) ASTM D-445 5.5
Viscosity @ 40°C( CSL) ASTM D-445 35
Saybolt Colour ASTM D-156 +30
Food Grade OK
Sulfur % ASTM D-5453 Max. 0.03
UV Absorbance ,@ 280nm ASTM D-g?69 0.03
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